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 http://veldtec.ua/ru/ntr/vosstanovitelnaja_naplavka_valkov_prokatnih_stanov
_poroshkovoj_provolokoj.html;

 http://www.tm-veltek.ru/use/1.

RESUME
-up rolls. In this article we have analyzed the most known

methods  the quenching, the welding of defect and the surfacing with subsequent mechanical
processing, banding.
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RESUME
This article discusses ways to eliminate oilfield pipeline accidents due to corrosion

throughout the whole period using anti-corrosion single-layer silicate-enamel coatings to
protect steel pipelines.
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